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1. Company & Product Information
Company Name:
UniTherm
711 Jones Street
Lewisville, TX 75057

2. Properties

Typical Properties Test Method Value Units/Notes
Density 2.0 Ibs/ft3
Elongation ASTM D3575 103 % to break
Compression Set ASTM D3575 33 % of original thickness
Compression Strength ASTM D3575 4 psi at 25% deflection

13 psi at 50% deflection
Tear Resistance ASTM 3575 5 Ibs/in
Tensile Strength ASTM D3575 EC S
Flammability FMVSS-302 pass
FARv25.853b Aircraft pass
UL94HF-1 pass
ASTM E-842003 5 Flame Spread Index (at 1/8”)

ASTM E-84/2003 75 Smoke Developed Index (at 1/8”)

Thermal Stability 24 hours @ 158°F 1.5 % maximum
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